
SAMPLE DATA

LAB #

DATE

TAKEN/

TESTED

HRS/MI

OIL

UNIT

R99E2258

5/11/99

4/30/99

 161458

 0

R99F3715

6/16/99

6/8/99

 167473

 0

R99F3723

6/16/99

6/8/99

 167473

 0

R99G6665

7/30/99

7/15/99

 173129

 0

Fe Cr

VALUES EXPRESSED IN PARTS PER MILLION (PPM) BY WEIGHT

SPECTROCHEMICAL ANALYSIS

Pb Cu Sn Al Ni Ag Mn Si B Na Mg Ca Ba P Zn Ti V K

 0 0 11 7  7  8  8 65  5  22 124 5  1170 510  4  948 1033  4  80

 0 0 10 3  3  5  1 44  5  13 142 5  1016 554  4  972 1059  5  1

 0 0 38 5  3  12  1 15  4  4 116 5  11  43  4  437  18  6  4

 0 0 10 3  3  7  6 43  4  8 380 4  1285 507  39  829 904  4  4

PACE NORTH DIVISION

1400 W. TENTH STREET

2272
UNIT:

MODEL:MAKE:

LAB #     ANALYSIS RECOMMENDATIONS

R99E2258
ANALYSIS INDICATES SATISFACTORY OIL CONTAMINANTS AND 

SYSTEM WEAR METALS.OIL APPEARS GOOD FOR FURTHER USE. 

R99F3715
ANALYSIS INDICATES SATISFACTORY OIL CONTAMINANTS AND 

SYSTEM WEAR METALS.OIL APPEARS GOOD FOR FURTHER USE. 

    ANALYSIS RECOMMENDATIONS  LAB #

R99F3723
ANALYSIS INDICATES SATISFACTORY OIL CONTAMINANTS 

AND SYSTEM WEAR METALS.OIL APPEARS GOOD FOR 

FURTHER USE. 

R99G6665
ANALYSIS INDICATES SATISFACTORY OIL CONTAMINANTS 

AND SYSTEM WEAR METALS.OIL APPEARS GOOD FOR 

FURTHER USE. 

     ADDITIONAL CUSTOMER TESTS

LAB #

TANTBN

R99E2258
 8.0  0.0

R99F3715
 8.0  0.0

R99F3723
 0.0  0.0

R99G6665
 8.0  0.0

PHYSICAL PROPERTY DATA

FUEL

VISC VISC

40C 100C WATER SOOT GLYC.

 1  0  0.89 NN/A 16.90

 1  0  0.20 NN/A 5.80

 1  0  1.03 NN/A 16.78

 1  0  1.32 NN/A 16.48
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